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Used Engine Qil (Black Qil)

Test ltems Unit Test Method Test Result
PH M 7
Specific Gravity (15 T) glec 0.886
Moksture Content vol% KS 150 M 760 0.4
Sulphur Content wti% ASTM D 4294 0241
Grozs Calorific Value (Calorimeter) lecal kg K5 M 9001:2008 10,799
Chlorine ppm ASTM D 7536 16
I8P 28338
5 37553
10 39621
20 421.09
30 44025
40 45744
50 T GC HT750A 47366
&0 48947
70 205.72
80 L2464
90 55312
95 58542
FBP 69163
Ag Mn 63 2
Al Mo 13 7
Az Na <1 <1
B N 109 <1
Ba P <1 894
Elementary Ca Fb 4028 15
Analysis cd 5i o cP-08s <l 177
Cr sn 3 2
Cu Sr 1 401
Fe T 128 <l
K v 31 <]
Mg n 12 1118
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